Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.
Customer Sold To: n m
HESNZ
3 Heb Place
Takanini, Auckland, New Zealand
Serial: XB2343-1
Order: 6462
Invoice: XB252343
Date: 20/07/2025
Certificate No: NBI-250613HESNZ
GOODS: BLOCKS 4:1 FACTOR
ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS
VGSSBI180H 3000KGS 12000KGS 12500
CHEMICAL COMPOSITION
ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ok

Anthnriced Signature

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To:

HESNZ
3 Heb Place
Takanini, Auckland, New Zealand

Ce

Serial: XB2343-2

Order: 6462

Invoice: XB252343

Date: 20/07/2025

Certificate No: NBI-250613HESNZ

GOODS: BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSBI180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue

Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ok

Authorised Signature

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To:

HESNZ

3 Heb Place

Takanini, Auckland, New Zealand

Serial: XB2343-3

Order: 6462

Invoice: XB252343

Date: 20/07/2025

Certificate No: NBI-250613HESNZ

GOODS: ) BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSBI180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 .0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue

Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ok

Autharised Signature |

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To:

HESNZ
3 Heb Place
Takanini. Auckland, New Zealand

Serial: XB2343-4

Order: 6462

Invoice: XB252343

Date: 20/07/2025

Certificate No: NBI-250613HESNZ

GOODS: BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSB180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 .0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue

Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ok

Authorised Signature

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To:

HESNZ

3 Heb Place

Takanini, Auckland, New Zealand

Serial: XB2343-5

Order: 6462

Invoice: XB252343

Date: 20/07/2025
Certificate No: NBI-250613HESNZ

Ce

GOODS: BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSBI180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 047 0.25 0.65 0.02 0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ok

Authorlsed Signature _

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To:

HESNZ n m
3 Heb Place

Takanini, Auckland, New Zealand

Serial: XB2343-6

Order: 6462

Invoice: XB252343

Date: 20/07/2025

Certificate No: NBI-250613HESNZ

GOODS: BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSBI180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Aus
Phone +61 3 94667840

tralia

ot

Auntharicad Qionatura

~

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.
Customer Sold To: n m
HESNZ
3 Heb Place
Takanini, Auckland, New Zealand
Serial: XB2343-7
Order: 6462
Invoice: XB252343
Date: 20/07/2025
Certificate No: NBI-250613HESNZ
GOODS: BLOCKS 4:1 FACTOR
ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS
VGSSBI180H 3000KGS 12000KGS 12500
CHEMICAL COMPOSITION
ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 .0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Aus
Phone +61 3 94667840

tralia

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To:

HESNZ

3 Heb Place

Takanini, Auckland, New Zealand

Serial: XB2343-8
Order: 6462
Invoice: XB252343
Date: 20/07/2025

Certificate No:

NBI-250613HESNZ

C€

GOODS: BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSB180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 047 0.25 0.65 0.02 0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ot

Auntharicad Qidnatira |

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.
Customer Sold To: n m
HESNZ
3 Heb Place
Takanini, Auckland, New Zealand
Serial: XB2343-9
Order: 6462
Invoice: XB252343
Date: 20/07/2025
Certificate No: NBI-250613HESNZ
GOODS: BLOCKS 4:1 FACTOR
ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS
VGSSB180H 3000KGS 12000KGS 12500
CHEMICAL COMPOSITION
ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Aus
Phone +61 3 94667840

tralia

ok

Authorised Signature

~

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To:

HESNZ

3 Heb Place

Takanini, Auckland, New Zealand

Serial: XB2343-10
Order: 6462
Invoice: XB252343
Date: 20/07/2025

Certificate No:

NBI-250613HESNZ

C€

GOODS: BLOCKS 4:1 FACTOR
ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS
VGSSB180H 3000KGS 12000KGS 12500
CHEMICAL COMPOSITION
ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 .0.2 0.17 0.17
We Hereby certify that the above test is true and correct
42 Clements Avenue
Bundoora Victoria 3083 Australia Q\N\\m .
Phone +61 3 94667840 Allan Marketing Group

Authorised Signature




Allan Marketing Group

TEST CERTIFICATE
This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To:
HESNZ
3 Heb Place
Takanini, Auckland, New Zealand
Serial: XB2343-11
Order: 6462
Invoice: XB252343
Date: 20/07/2025
Certificate No: NBI-250613HESNZ
GOODS: BLOCKS 4:1 FACTOR
ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS
VGSSB180H 3000KGS 12000KGS 12500
CHEMICAL COMPOSITION
ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue

Bundoora Victoria 3083 Australia

Phone +61 3 94667840

i

.P.:__w_._mon Signature .

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To: n m
HESNZ

3 Heb Place

Takanini, Auckland, New Zealand

Serial: XB2343-12

Order: 6462

Invoice: XB252343

Date: 20/07/2025

Certificate No: NBI-250613HESNZ

GOODS: BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSB180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 .0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ok

Authorised Signature

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To: n m
HESNZ

3 Heb Place

Takanini, Auckland, New Zealand

Serial: XB2343-13

Order: 6462

Invoice: XB252343

Date: 20/07/2025

Certificate No: NBI-250613HESNZ

GOODS: BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSBI180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 047 0.25 0.65 0.02 0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ot

Auntharicad Qianatura

Allan Marketing Group



Allan Marketing Group

TEST CERTIFICATE

This is to certify that the nominated size and quality of the following products has been inspected and tested with thew following results.

Customer Sold To: n m
HESNZ

3 Heb Place

Takanini, Auckland, New Zealand

Serial: XB2343-14

Order: 6462

Invoice: XB252343

Date: 20/07/2025

Certificate No: NBI-250613HESNZ

GOODS: BLOCKS 4:1 FACTOR

ITEM WLL RATED MBS (TON) AVERAGE TEST RESULTS

VGSSB180H 3000KGS 12000KGS 12500

CHEMICAL COMPOSITION

ELEMENTS C Si Mn S P Cr Ni
REQUIRED 0.42-0.50 0.17-0.37 0.50-0.80 <0.035 <0.035 <0.25 <0.15
ACTUAL 0.47 0.25 0.65 0.02 .0.2 0.17 0.17

We Hereby certify that the above test is true and correct

42 Clements Avenue
Bundoora Victoria 3083 Australia

Phone +61 3 94667840

ok

Authorised Signature

b

Allan Marketing Group



